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BUREAU OF INDIAN STANDARDS
(CENTRAL MARKS DEPARTMENT-III )

Our Ref: CMD-III/16:4031(Part 8) 27-05-2013
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Subject: Implementation of Amendment No 1, May 2013 to IS 4031(Part
8):1988,Methods of Physical tests for Hydraulic cement.

Amendment No 1, May 2013 to IS 4031(Part 8):1988, , Methods of Physical tests for
Hydraulic cement, Part 8: Determination of transverse and compressive strength of
plastic mortar using prism' has been published (Copy enclosed) .

It has been decided to implement this amendment with immediate effect. All ROs/BOs
are requested to inform the licensees under their jurisdiction about implementation of
above amendment.

Encl: As above.
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AMENDMENT NO. 1 MAY 2013
TO

IS 4031 (Part 8): 1988 METHODS OF PHYSICAL
TESTS FOR HYDRAULIC CEMENT

PART 8 DETERMINATION OF TRANSVERSE AND COMPRESSIVE
STRENGTH OF PLASTIC MORTAR USING PRISM

( First Revision)

(Page 1, clause 3.1, line 4) - Substitute 'not less than 65 percent' for
'65 :!:5 percent'.

(Page 3, clause 7.1.1, line 4) - Substitute 'not less than 65 percent' for
'65 :!:5 percent'.

(CED 2)

Reprography Unit, 818, New Delhi, India
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